UN 38.3 Lithium Battery Test Summary

Cell, Battery or Product Model Number
ltermn Mumber: 902650 or 018296

ltem Name:  Paslode Li-lon Battery Pack

Cell, battery, or preduct manufacturer’s contact information

Mame: ITW Corporation

Address: 155 Harlem Ave
City: Glenview State: [llinois ZIP: 60025 Country: USA

Telephone: n/a E-rail:n/a Website: www.Paslode.com

Test Laboratory

Name: Motorola Product Testing Services

Address: 1700 Belle Meade Court
City:  Lawrenceville State: GA ZIP: 30043 Country: USA

Telephone: 770-338-3795 E-mail: testservices@motorola.com Website: Motorola.com/producttesting

Cell or Battery Description

Cell or Battery: Paslode 2-cell Li-lon Battery Pack Physical Description {dimen sions, appeara neel;
Cell or Battery Type: Lithium - lon Battery pack has a black plastic housing and [ 7=
Watt- hour rating or Lithium Content: 16 Watt-hours measures 1.40” x 1.77" x 3.15”. See picture to B3
Completed Cell or Battery Weight: 0.25 Lbs. the right. Date code of YYMMDD B=N
Unigue Test Report ID Number:  MPTS#3311 Date of test report: 12/21/2010
List of Tests Completed:
Addifanal Co s for indicate [ ith ather standards, e.g,
Y&S NO paSS Fal Uwfa’?:::te‘s f;r);é:; w;j:l' Ca mmpf ance Wiha Standan &.q.
X Test T.1: Altitude simulation X
X Test T.2: Thermal test X
X Test T.2: Vibration X :?:je;g;gﬂa-mmued battery tes ing requirernan s, if applicable f.e, 38.33(§
X Test T4: Shock X n/a - Battery packs are not used as an aggregate assembly
X Test T.5: External short circuit X
X Test T.6: Impact/Crush gilll; f:;‘:r‘s;jno; gg:;ﬁaﬁ_ﬁan af the Manual of Tests and Criteria used and ta
X Test T.7: Overcharge X Tested to the 3™ Revised Edition of the UN Manual of Tests
X | TestT.8: Forced discharge ge'l's and Criteria, Section 38.3, Lithium Batteries
nly
Sigﬁﬁ Teavithynarme and title of signatary asan indication of the validity of information provided: Date:

u
L Wf_-' DeShaunne Owens, ITW GTU Quality Manager // (24 /79
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